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Evaluation of Starch for Drilling

Suspension Properties

In Sea Water at 6=600 Max. 20
At Saturated Salt Water .
b6 { Max.18
Filtrate Vol. in Sea Water Max.10 ml
Filtrate Vol. in Saturated |
Salt Water Max.10 ml
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